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SHUYANG CUZI MDF CO. LIMITED
ZHAXIA MDF INDUSTRY 2-8#, SHUYANG COUNTY, JIANGSU,CHINA

The following sample(s) was/ were submitted

and identified by the client as :

Samples Description :18MM MDF
SGS Ref.No. ]
Style/ltem No. :CUZI
Sample Receiving Date :AUG., 03, 2025
Testing Period :AUG., 03, 2025 TO AUG., 19, 2025
Test Performed :SELECTED TEST(S) ARE REQUESTED BY APPLICANT
Test Result(s) :FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING
PAGE(S)
Conclusion :THE TESTS DATA WERE PROVIDED TO CLIENT FOR THEIR
OWN ANALYSIS
Test Requested Conclusion
Formaldehyde Emission Test Test Result(s)

Signed for and on behalf of
SGS-CSTC

Serena
/
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Test Result(s) :

Description of test sample

Sample NO. SGS Sample ID Description
1 WHITE COLOR MDF

Remarks:
(1) 1 mg/kg = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

Formaldehyde Emission

Test Method :With Reference EN 717-1:2004 L, analysis was performed by UV-Vis.

Test ltem Unit MDL 001
Formaldehyde mg/m? 0.451 0.080

Conclusion PASS PASS
Remarks :

(1) Mention Limited:EN13986:2004(E)
(2) Formaldehyde grade E1: = 0.124 mg/m? (MDL)
(3) Test results are for reference only
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Sample Photo:

This photo is only used with the original SGS
report

*** End of Report***
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